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CALCULATION OF POURBAIX DIAGRAMS FOR C22 IN VARIOUS WELL WATER
CHEMISTRIES*

Larry Kaufman,larrykaufman@rcn.com,Department of Materials Science and Engineering,MIT
140 Clark Road,Brookline MA. 02445-5848

Aims and Scope.Design and Fabrication of the Waste Package for the Yucca Mountain Waste Package
represents a formidable challenge of the total knowledge that exists today concerning the properties of a
wide variety of materials systems.During the paste few years considerablr successs have been achieved by
employing the techniques of the new "Computational Thermodynamics"CT[1 ] to address some of the most
critical problems of phase stability with substantial success.In particular phase stability in Alloy C22 which
is a complex 10 component alloy in order to define the temperature dependence of the solidification,welding,
heat treatment and transformation kinetics of the condensed liquid,fee.Sigma, P-Phase ¯and NizCr phases are
very well described when the modem CT software and databases are applied.The present report provides a
a description of current progress in the application of this technique to define and detail the corrosion behavior of
C-22 by using the Thermo-Calc software and data bases to apply the classic methods devised in the last cenury
by Marcell Pourbaix[2] to C-22 in Simulated J-13 well waters(SAW)simulated acidic waters,SCW, simulated
concentrated water and (BSW).The advantages of such a develop ment is that it could provide substantial insight
into methods for predicting corrosion behavior in critical components of the Waste Package that will have to
function predictably for many tens of thousands of years.

Introduction

Figures 1-7 are taken from the original work¯ of Pourbaix[2] and serve as a primer on Pourbaix diagrams which
provide a thermochemical background for aqueous corrosion.Figure 1 shows an overall view of the general
behavior of metals in which the progression from noble metals at the top to reactive metals at the bottom is
displayed!The field of these thumbnail descriptions is segmented into subunits that Pourbaix used to divide the
space into regions of varying corrosion resistance.The abscissa is the pH,defining the degree of acidity or
bascicity of the solution and the Chemical potential of H+ ions in the solution.Of course these fuctions are
related thermodynamically as shown in Figures 2 and 3 which defines the range of stability of of liquid water
on this phase diagram.Once these basic signposts are defined it is easy to review the thumbnail diagrams in
Figure 1 and to begin to understand what they really mean.A greater appreciation of the details of the behavior
of iron and nickel alloys as a precursor to C-22 ~can be gained by studying Figures 4-6.This includes the text
accompanying Figures 4 and 5.The latter figures show the importance of the iron oxides which define the
important regions of corrosion behavior in terms of the stability on the oxides and hydroxides of iron.The
important details concerning oxide adherence and kinetics are noted on page 6.Finally Figure 7 shows a super
postion of the Pourbaix diagrams for Fe and Ni.

This report describes work that is in the early stages of progress that has been conducted under the Yucca
Mountain Site Characterization Project at Lawrence Livermore Laboratory under Subcontract B-517930 from
June 2001 through December 2001 and has been renewed to continue under Subcontarct B-5257737 for the
period June 2002 through December 2002. This report was prepared 15 August 2002.
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cdreumstanccs in which both this reduction and oxidation are impossible.
Water then is thermodynamically stable end thls rel~on represents the reg~on
of" r, qermod.vnam,’c #r~lt,’ty o(" water undcr I arm pressure.

l)epend/ng on the actual conditions of" pH and electrode potcnt~l,
the oxidation or iron may give ~ to soluble products

----green l’crrous ions, Fc**. yc]low fcn/c ions, Pc***. and green dihypofer-
tit.. ions, FeOsH----or to insoluble products--wl~tc ferrous hydroxide
Ye(OH). (unstable relative to black n~gnctite, FesO,) and brown rer~c
oxide, FesOs, which may be variously hydrated and is the main constkuent
or’rust. For the sake of definition, iron is said to be corrod/n; in the presence
of’ an iron-free solution when the quantity of iron that this solution may
dissolve is greater than a given Iovq value (e.$., 104 S-atoms/liter or 0.056
ppm), and conversely iron may be rendered passive if it becomes covered by
¯ protective insoluble oxid© or hydroxide (e.g., FesOs). Then the lines wblch
arc drawn corresponding to a solubility of metal and its oxide
equal to 10-’ delineate ratings regions or areas. There arc two area~ where
corrosion is possible (areas of corrodnn), an area where corrosion is impos-
sible (area of immunity" or cathodic protection),

pH
Figure 4.Theoretical Conditions of Corrosion, !munity and Passivation of iron.The lower figures assume
passivation by a film of Fe203(a) and Fe203 and Fe304. [2]
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The ex/stenc= of the various regions or corrosion, immunity, and pan-
dvation as a function of potential and pH suggests that some definite ex-
Per¯mental correlation is possible. If the pH and pote~nfial of the experiments
Of" Figure I are measured (~ Table Ill) and a not.t/on is made of l~neral
corrosion (0). local corrosion (ID). or ¯bsenco of corrosion (0). 
these results can be correlated with the ¢heoretlculpredictlo~r. This correla-
tion is shown in Figure 8."." This figure shows that the conditions under
which therc is effcct/vc co.rroslon or absence of corrosion arc in good spot-
ment with the theoretical pccdictiom. Especially, this figurc shows that an
oxidizing action either protects iron, Or convcrscly increases the corrosion,
dcpending on whether thc particular valuc of electrode potential of the metal
falls within the area of l~SSiVafion or not. Also the figure shows that the cor-
rosion of iron in contact with ̄  degasscd solution of caus6c soda is due to
the existence of an "area of corrosion" in alkaline solutions free from oxi-
dants; an area which becomes more important at higher temperatures and

Figure 5.Theoretical and experimental conditions of corrosion(filled circles) and non corrosion of iron
(open circles ) at 25C and one atmosphere.[2]
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The forgoing discussion of Pourbaix’s work resulted from classical "hand calculations" of competing
calculations of reactions which were farsighted fortheir time but limited in scope simply because of the
necessary limitations on the number of different species and compotmds that could be considered
simultaneously.Moreover the thermodynamic data available to Pourbaix provided an additional limitation
to his calculations.Figures 7-10 show the recent results of Thompson et.al[3]
who calculated Pourbaix diagrams for multicomponent alloys using CT techniques.These figures show
the results for pure iron and nickel in water at 25C.The set ofparalM lines in these diagrams refer to a
Variation of the concentration of Fe (or Ni) of 1,102, 10-4, and 10-6 respectively.These diagrams support
the original findings of Pourbaix using modem computational methods and experimental data.The main
point of the the recent work[3]is to demonstrate that a full application of Pourbaix’s methods to
multicomponent alloys cannot ignore the formation of mixed oxide phases(in this case NiFe204)
that are stable and can substantially alter the topography of the diagram and the corrosion resistance of
iron-nickel alloys!Thus Fig.9 and 10 show the effect of including this phase in the calculations as well as
the substantial changes that are predicted for the nature of the phases that exist at various points in Eh-pH
space!

As indicated earlier the Therm0-Calc software and the extensive Thermo-Calc Databases have been
applied with great success in defining and predicting critical chacacteristics of phase stability and
transformations in C-22[1].Recently a Pourbaix module has bee installed and integrated into the Thermo-
Calc software package.Successful utilization of this TCAQ software in concert with the extensive SSOL
and SUB94 databases in defining the behavior of C-22 in the Variety of J-13 Wellwaters noted abox~e
would provide substantial insight into the corrosion behavior of this critical Waste Package alloy.During
the initial pahse of the current study substantial progress has been made in demonstrating the feasibility of
successfully attaining this goal.The results todate are provided below in Figures 11 - 17.

Application of Thermo-Calc Software to Calculation of the Pourbaix Diagrams of C-22 in J-13
Wellwaters

Figure 11 shows the Pourbaix diagram for Ni calculated using the TCAQ module in Thermo-Calc.It
compares favorably with those presented in Figure 6[2] and Figure 813].In order to gain some insight into
the expected diagrams for C-22 which contains major quantities ofNi,Cr, Mo,Co,W,and Fe as well as
C,Si,Mn and V[1] it is instructive to consider Figures 12 and 13 from Pourbaix[2] for Cr and Mo which
are present at levels of 22 and 13 weight percent respectively.These figures show that the addition of Cr
and Mo substantially expand the range of solid phases like Cr203, MoO2,and MoO3,on the diagram.This is
true even in the absence of the spinells they form with the other components of C-22.For example,
NiCr204 and NiFe204 ! Consequently it is to be expected that the Pourbaix diagram for C-22 will exhibit
a substantial expansion of the regions where solid phases exist in Figure 11 due to the addition of Cr and
Mo.Moreover additions of Fe and W are expected to increase the ranges of solid phases even more.This is
a clear explanation of the corrosion resistance of C-22 and why it was chosen as the leading candidate for
the waste packagelFigure 14 shows the calculated Pourbaix diagram for a siulated C-22 containing Ni
with 22w/o Cr and 13w/o Mo and ignoring the remaining alloying elements.The concentration of 1 gm of
metal in 1000 grn of water is about .05m.The major solid phases that appear are those expected from the
forgoing diagrams shown in Figs6-8,12 and 13[2,3].The only addition is the spinell phase which has been
added provisionally on the bases of experimental observations[4].This spinell is a Ni(Cr, Mo)204 phase
which is designated by SP in Figure 14.It is likely that the addition of W and Fe will further extend the
field of this SP phase on the Pourbaix diagram.This should be investigated experimentally!
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Figure 13. Potential-pH equilibrium diagram for the system for molybdenum at 25C[2].
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The most difficult part of the study to date was generation of the Pourbaix diagrams for C-22 in the three
Simulated J- 13 Wellwaters including SAW, B S W and S CW!As indicated in Figures 15 - 17 small quanties of
Ca+2 and Mg+2 along with NO3-1 and F-lhave been omitted in the SCW calculation(Figl 5)In addition 1 
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of Ca+2 was omitted in the SAW calculation.The complete BSW solution was run as shown in Figure 17.The
cause of the difficulties in performing the calculations for the J-13 solutions is that when all of the components
are added they generate more than 300 species which must be considered during the individual runs as the
computer program explores the Eh-pH space.this increases the chance of errors due to non-convergence and
program shutdown.Efforts will be made to selectively reduce the number of species to eliminate this problem.

10- is included in the calculation.Currently any species which is present at a concentration level exceeding 30
This limit may be increased to eliminate some of the species.
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In spite of these problems Figures 15,17 present many interesting features that offer practical insight into the
expected behavior of C-22 in the various Wellwaters.The first is the nature of the solids that are exceted to form
and the Eh values at which they form in different environ ments.The second is the regions where the gas phase
appears in the different Wellwaters.Figures 18-21 show the Pourbaix diagrams for .65Ni-.22Cr-. 13Mo(1 gm
total) in 1000 gms. of water at 50C,100C,150C and 200C .In these cases the pressure was raised above one
atmosphere to suppress the formation of gaseous phases.The boiling points for pure water at these temperatures
are .03,.11,1,4.5, and 15 atm. respectively.
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The next phase of the.study will include raising the temperature up to 200C in the well waters and adding W
and Fe to approach the C-22 composition more closely.

References

1. L.Kaufman,CALPHAD ,25 (2001 ) 141
2.Marcell Pourbaix, "Lectures on Electrochemical Corrosion" Translated by J.A.S.Green,Edited by
Roger Stahle,Plenum Press New Yorl,London( 1973),ISBN 0-306-30449-X
3.W.T.Thomps0n,M.H.Kaye,C.W.Bale and A.D.Pelton,"PourbaixDiagrams for Multielement Systems"
Uhlig’s Corrosion Handbook, Second edition,Edited by R.Winston Revie,2000 John Wiley and Sons.
ISBN:0-471-15777-5
4.R.D.McCright,LLNL,Private Communication,2001

, This work was performed under the auspices of the U.S. Department of Energy by the University
of California, Lawrence Livermore National Laboratory under Contract No. W-7405-Eng-48.

-24-




